Not Seasonally Adjusted

Exhibit 5. U.S. Imports For Consumption of Monitored Steel Products
Quantity in metric tons/value in thousands of dollars. (-) Represents zero or less than one half of measurement shown. Details may not equal totals due to rounding.

2013 2012
March February February March February
Preliminary Preliminary Final Final Final
Commodity
Grouping Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value
Total Selected Commodities | 1,664,444| 1,491,814| 1,675,525 1,422,671 1,722,363 1,470,203 2,009,374| 2,001,131 1,815,502 1,742,555
Carbon/Alloy Products
Flat-rolled Products 1,128,084 827,411| 1,237,654 852,600 1,272,826 878,504 1,447,856( 1,132,064| 1,321,896 1,081,026
Flat-rolled -- Slab 436,312 226,323 543,667 267,613 543,667 267,613 738,825 458,571 551,749 354,433
Flat-rolled -- Plate 61,055 57,512 75,742 65,478 86,535 73,793 120,681 121,180 82,998 89,723
Flat-rolled -- Hot-Roll 234,774 156,871 252,870 168,413 272,082 181,343 250,981 198,396 325,652 257,481
Flat-rolled -- Cold-Roll 96,320 84,067 109,799 90,824 110,761 91,659 99,677 94,393 89,832 87,454
Flat-rolled -- Coated 249,971 247,489 210,711 209,768 214,805 213,467 197,002 212,234| 225,716 237,974
Flat-rolled -- Tin Mill 49,652 55,149 44,865 50,504 44,976 50,630 40,691 47,289 45,949 53,963
Hot-rolled Bar 157,205 145,515 132,652 124,020 132,652 124,020 159,475 189,257 151,760 170,395
Cold Finished Bar 16,980 29,666 18,774 29,938 18,774 29,938 22,906 43,424 28,954 47,318
Rebar 140,423 83,015 74,584 45,081 74,584 45,081 98,276 65,872 112,908 74,162
Welded Pipe 178,919 221,967 169,208 206,391 180,854 227,922 229,357 355,271 160,124 202,140
Fittings and Flanges 26,358 107,079 26,881 89,075 26,881 89,075 30,265 108,321 24,097 90,745
Stainless Steel Products
Bar 10,981 50,949 10,706 52,116 10,706 52,124 15,355 77,139 10,298 50,391
Rod 2,142 8,655 1,952 6,669 1,952 6,669 2,368 10,437 2,334 8,699
Wire 3,351 17,556 3,114 16,780 3,135 16,870 3,515 19,347 3,131 17,679
February 2013 Cumulative | February 2012 Cumulative
To Date - Final To Date - Final
Commodity
Grouping Quantity Value Quantity Value
Total Selected Commodities 3,396,988 2,994,958 3,664,063 3,553,584
Carbon/Alloy Products
Flat-rolled Products 2,409,443 1,714,515 2,622,257 2,145,697
Flat-rolled -- Slab 952,927 477,758 1,076,039 689,832
Flat-rolled -- Plate 131,341 118,538 184,482 200,638
Flat-rolled -- Hot-Roll 546,606 367,672 632,501 490,817
Flat-rolled -- Cold-Roll 215,148 181,809 218,294 205,759
Flat-rolled -- Coated 459,811 452,044 414,506 445,822
Flat-rolled -- Tin Mill 103,610 116,694 96,434 112,829
Hot-rolled Bar 301,036 277,048 300,900 343,680
Cold Finished Bar 35,780 59,169 52,795 93,670
Rebar 181,071 108,225 237,221 157,249
Welded Pipe 375,951 480,775 361,633 448,829
Fittings and Flanges 60,944 199,776 54,605 193,331
Stainless Steel Products
Bar 21,148 102,294 23,922 118,376
Rod 4,413 14,311 4,137 15,814
Wire 7,201 38,845 6,592 36,937

NOTE: Data shown reflect imports of steel products from all countries included in the monitored steel categories, regardless of whether the product or
country is subject to the safeguard measures. See the cover report specifically explaining the current month's preliminary steel imports trade data or
www.census.gov/foreign-trade/Press-Release/steel_index.html.
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